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GUANGDONG  DETECTION  CENTER  OF  MICROBIOLOGY 

          

REPORT  FOR  ANALYSIS  
 Report №.:2020FM23696R01E  Verification Code：63790254     

Name of Sample Food packaging materials Test Type Entrustment Test 

Applicant 
CSIS(SHENYANG) MICROBE 

FREE TECHNOLOGIES 
CORPORATION 

Address NO.23-5 Shisanwei Road Heping 
District Shenyang 110003 China 

Sample Source Submitted for Testing by the 
Applicant Sample Quantity 20g 

Spec and Lot № 

of Sample 
—— 

State and 

Characteristic 
Solid 

Sample Received 

Date 
2020-08-14 

Test Completion 

Date 
 2020-09-15 

Test Standard and 

Method 

ISO 16869:2008/GB/T 24128-2018 Evaluation of mouldproof effect of plastic mouldproof 

agent 

Item Tested Mold proof effect evaluation 

Test Conclusion 

 

 

 

 

 

 

The test data of the sample(s) is attached to the page(s) of this report. 
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(Official Seal) 

       $检测章$ 

Remarks  
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GUANGDONG  DETECTION  CENTER  OF  MICROBIOLOGY 

  

ANALYSIS AND TEST RESULT 
Report №.: 2020FM23696R01E 

Sample Name  Grade of Moulds resistance 

Food packaging materials 0  

Grade Standard :Grade 0 -- no growth -- the material is resistant to mold erosion; Level 1 -- initial growth (as 

compared to the remaining AGAR surfaces) -- the material is partly resistant to mold erosion or is generally 

resistant to mold erosion; Grade 2 - obvious growth and spore production - the material is susceptible to mold 

erosion. 

 

Test strains：（Aspergillus niger）CGMCC 3.3928, (Chaetomium globosum) CGMCC 3.3601, 

（Penicillium funiculosum）CGMCC 3.3875, (Paecilomyces variotii) CGMCC 3.4253, 

（T.longibrachiatum）ATCC13631。 
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 Notice Items 

 

1.  The Test report is invalid if not affixed with Authorized Stamp of Test and Paging Seal. 

2.  The Test report is invalid without signature of verifier and approver. 

3.  The Test report is invalid if being supplemented, deleted or altered. 

4.  Without prior written permission, the report cannot be reproduced, except in full. 

5.  Unless otherwise stated, the results shown in this test report refer only to the sample(s) 

submitted. 

6.  Any dispute of the report must be raised to the testing body within 15 days after the report is 

received, exceeding which the dispute will not be accepted。 

7.  For the tested sample(s) submitted by the applicant, the sample information in the test report 

is provided by the applicant and the laboratory is not responsible for its authenticity. 
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